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Evaluation of the combustibility and smoke evolution 
of selected wood-based materials

The properties of 4 com. available wood-based panels were tested 
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Table 1. Comparison of calorimetric parameters of the wood-based panels
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Table 2. Results of a smoke emission test in a smoke chamber for wood-based 
panels
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